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Technical Literature F-09 
 
 

Metallic Impurity Analysis Data on AURUM® 
 
AURUM® contains low contents of impurities such as alkali metal, compared with other super 
engineering plastics.  Because of this, AURUM® can be used for the semiconductor 
applications. 
 

Fig. 1  Data on Analysis of Metallic Impurities 
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